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Fluorescent Nitrogen Vacancy (NV) Nanodiamond Spectrum  
NV center characterization by spectral analysis and confocal microscopy: 

 
              Spectra of NV˚/NV- centers with characteristic ZPL  
              lines at 575 and 637nm, respectively.   
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